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CLIENT - SUPERIOR MANUFACTURING GROUP

TEST METHOD CONDUCTED Standard Test Method for Accelerated Soiling of Pile Yarn Floor
Covering

DESCRIPTION OF TEST SAMPLE

IDENTIFICATION - | 265S0035ST Wayfarer
COLOR e L | 3660 Stone

ROLL e
CONSTRUCTION Loop Pile

FIBER .

BACKING | VinylMat
'REFERENCE |«

GENERAL PRINCIPLE

The carpet test specimens are secured to a backing sheet that is mounted inside a rotating drum with the pile
surface exposed, and are subjected to an accelerated soiling process. The degree of soiling is measured or assessed
by comparing the change in color between soiled and original pile yarn floor covering, using a measurement device
or visually using the Gray Scale. .

TEST RESULTS

VACUUMRATING 2.0
VACUUM RATING (AFTER 171 EXTRACTION) 3.0

AATCC RATING KEY

No change

Slight change
Noticeable change
Considerable change
Severe change
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This report is provided for the exclusive use of the client to whom it is adgfessed. It may be used in its entirety to gain product acceptance from duly
constituted authorities. This report applies only to those samples tested and is not necessarily indicative of apparently identical or similar products.
This report, or the name of Frofessional Testing Laboratory, Inc., shall not be used under any circumstance in advertising to the general public.
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