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TEST REPORT 
 

DATE:  12/14/2009 TEST NUMBER:    125270  
CLIENT Superior Manufacturing Group - Moselle Division 
    
TEST METHOD CONDUCTED ASTM D2710F Specific Gravity 
    
    
  DESCRIPTION OF TEST SAMPLE 
IDENTIFICATION #830-Bilt-2009 
COLOR ----- 
ROLL  ----- 
CONSTRUCTION ----- 
FIBER ----- 
BACKING ----- 
REFERENCE   

 
 
 
TEST RESULTS 
 
THICKNESS 0.248 Inch 
SPECIFIC GRAVITY 1.418 Inch 

 
 


