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TEST REPORT 

 
DATE:  12/14/2009 TEST NUMBER:    125270  

CLIENT Superior Manufacturing Group - Moselle Division 
    

TEST METHOD CONDUCTED ASTM D2240-02 Test Method for Rubber Property - Durometer  
Hardness  

    
    
  DESCRIPTION OF TEST SAMPLE 
IDENTIFICATION #830-Bilt-2009 
COLOR ----- 
ROLL  ----- 
CONSTRUCTION ----- 
FIBER ----- 
BACKING ----- 
REFERENCE   

 
GENERAL PRINCIPLE 

 
 The hardness of a test sample is measured by means of a Type A Shore Durometer.  The 
Durometer measures the penetration of its specified indentor forced into the test material under 
specified conditions. 
 
 A relationship between tested materials exists only when the same type of Durometer is used. 

TEST RESULTS 

 

INDENTATION HARDNESS 80 
 


