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TEST RESULT 54t 2

TEST PROPERTIES ;

Extended Use Temperature Test /5
Test Procedure: JiZ
Perform 4 cycles of the following conditioning test, and then check the changes of surface condition of the tested
specimen. (BATT LA TIREEHIGAY 4 (HER - ARREAEERREIRREIZE(L)
25°C— 85°C x4 hr— 25°C x 0.5hr— -29°C x 4hr— 25°C x 0.5hr— 85°C95% RH x 4hr— 25°C x 0.5hr—
-29°C x 1.5hr—>25°C x 0.5hr.

Detrimental Effects Observation (After temperature cycle

AERE
Shape Size FEARA/N (a) Dimensional Change R ~T 8/t 0% x 0% x 0%
. (b) Defornation 8¢1% No Defect #ER[E
(c) Clearance gap HfEf& No Defect A
(d) Waviness 40 E No Defect HEHRRE
(e) Irregularity( Unevenness) 5
No Defect ik
TR (Fi9) Dkt SRl
Appeamnce 5N (a) Creases FFEyE No Defect R
(b) Split, Crack, Breakage 4324 » #6524 » Iiff8  No Defect EFL[E
(c) Blister #233 No Defect f&HAF
(d) Peeling 1%k No Defect [
(e) Discoloration &6 No Defect EHLfE
Surface Property 3 E /& Softenning, Hardening #x{L » i{k
The other items E At JEE  (a) Seizure FH No Defect R
(b) Hesitation FRHTHE No Defect &
(c) Looseness, rattle of mounted parts Z745 4
e ) No Defect #EHE
RSy © S e
(d) Breakage, or faults that occur throught
normal operation* No Defect f&fh [

IEH T8 4 AV BB R st e

Note sFfi#(*): Normal Operation refer to 1F 7 #E{F 258
(a) Hitting with hand, pushing or pulling by hand, scratching with fingernails. Fj 3 » FI F#E8hL » SR EE -
(b) Kicking lightly by foot, placing objects on the part, or pushing. FEIRIZH » 1Ei7AS HicE YRS aHES YRS -

Note 5Ffi%: The Original Dimensional Of The Test Specimen Is s{{%HIFBR &
(+) means growth, EREW £
(-) means shrinkage EBREU4E

Test Item A:

SBER A A

Grey plastic
RELEE

C/N /TC/ML
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Remark f#55%:

1. The result only relates to the tested item. The report shall not be reproduced except full without the written
approval of the testing laboratory. Parameters which are not covered by the lab’s testing scope are subcontracted
to laboratories with government approval. The accreditation relates to competences given in the accreditation
certificate.

AFEREAREARDG - FHRERCARERED T EH - REAERENEGREZHFR9ZE
SINEEBE TR ZHRE - BIIMERE A IEREET -
2. Samples test were conducted as per applicant’s request.
B AT R RIR B ARVEEK -
-End -

C/N /TC/ML
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Photo of the Submitted Sample
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